Visit to Kodel Gap Production Facility
Visit was made by ian Crotty with Sung Keun Park , Kyong Sei Lee and the two engineers on the 13 Oct 05 , the day after the VIII RPC Conference held in Seoul on the 10-12 Oct 05.

 I set off with a number of questions
1. Bending of gaps , the origine In the transport, storage, Cutting , or lamination etc

2. Tape spec and life expectancy

3. Degradation and modifications to the process

4. Ink type

5. Silk screen damage

6. Cleaning of HPL really done ?

7. Adhesion of PET, spacers etc

8. Hot melt spec

9. Filters for oil and sample

10. Size of gaps for Re2 (PK says they are too big

11. RE1/1, 2/1 RE4 etc prod HPL now , store where and as gaps or raw material. Schedule of HPL

Parts of the visit The visit can be broken down as follows:

Discussion session with Kyong Sei

Gap assembly area and Oiling

The silk screen area and PET lamination

Basement Storage of RE2/2 

HV testing of RE2/3

New 7 story press 

· Discussion session with Kyong Sei
· Gap assembly area and Oiling

Oil sample

· The silk screen area and PET lamination

· Basememnt Storage of RE2/2 

· HV testing of RE2/3

· New 7 story press 

